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KET QUA THI NGHIEM VU'A, KEO CHIT MACH
Testing Results on Grouts and Adhesives
1. THONG TIN DO KHACH HANG CUNG CAP - Information supplied by the client
Don vi dit hang - Client : CONG TY €O PHAN BAU TU VA THUONG MAI QUOC TE VCC
Chii diu tu - Employer : SUN GROUP
TVGS - Consultant --
Nha thiu - Contractor -
Du dn - Project : SUN FELIZA SUITES /ﬁ
Pia diém - Location : NUT GIAO PHAM HUNG - XUAN THUY - PHAM VAN DONG - HO TUNG MAU, TP HA NOLTY” |
Hang muc - Items : CHIT MACH GACH OP LAT [ = FHUy
Ky hiéu miu - Sample mark  : Keo chit mach epoxy VCC E102 - Miu 1 (Loai RG) \>\ 86
3
Phuong phap thit - Testing method : TCVN 7899-4:2008 va theo yéu cau cia khach hang \Q
Ngay liy miu - Sampling date : -- L s6 - Lot No. : --
2. KET QUA THU - Testing results
Ngay nhin miu - Sample receiving date  : 12/11/2025
Ngay thi nghiém - Testing date 1 14/11 - 28/11/2025
2.1. Cuirng 4 ubn trong didu kién chulin- Flexural strength under standard conditions
Ngay dic | Ngaythi |Tudimiu| Kich thuée | Khoing Luc pha hoai Cudng dd ubn
miu nghiém Age of miu céch Load at failure, Flexural strength,
Sampling | Testing date | sample | Specimen g‘i.ﬂ'a‘z N (N/mm?)
date (Ngay - size, goi uon Tamg mau [ Trung binh|  YORT
days) i Span, mm Each spec. | Average TSS';,V
7899-3:2008
16.400 38,4
14/11/2025 | 28/11/2025 14 40x40x160 100 17.000 39,8 39,5 230
17.200 40,3
2.2. Cudng dd nén trong diéu kién chudn - Compressive strength under standard conditions
Ngay diic Ngay thi Tubi miu| Kich Dign tich Luye ph4 hoai Cudng d) nén
méu nghiém Ageof | thube m4 ép Load at failure, Compressive strength,
Sampling | Testing date | sample miu Bearing plate N (N/mm2)
date (Ngay - |Specimen | section area, Ting miu [Trung binh[  YCKT
: Spec.
days) size, mm mm? Each spec. | Average CVN
7899-3:2008
128.470 80,3
132.550 82,8
119.140 74,5
14/11/2025 | 28/11/2025 14 Hoxd0x16q  1.600 79,8 245
128.130 80,1
130.150 81,3
127.440 79,7
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2.3 DY hit nwée - Water absorption

8§ Khdi lugng miu D§ hiat nuée
TT Specimen weight (g) Water absorption (g)
No. Trude khi Sau 30 phit | Sau 240 phit Sau 30 phat Sau 240 phat
ngim nuwée After 30 minutes After 240 minutes
Tirng mau | Trung | YCKT- |Tirng miu | Trung | YCKT
Before soaking After 30 After 240 Each spec. |  binh Spec. | Each spec. | binh Bpie
; \ ; : Aver. | TCVN 7890- A i
in water minutes minutes ver. 19008 Ver. | 7899-3:2008
1 165,28 165,31 165,34 0,03 0,06
2 156,95 156,97 156,99 0,02 0,04
3 154,83 154,85 154,87 0,02 0,04
0,02 - 0,05 <0,1
4 160,09 160,11 160,15 0,02 0,06
5 170,21 170,24 170,25 0,03 0,04
6 166,84 166,86 166,89 0,02 0,05
2.4 P§ bén mai mon siu - Resistance fo deep abrasion
S6 Kich thude miu Chiu dai rinh mai Goéc o Thé tich vét liéu bj mai
TT Specinen size Length of trench Angle o | Volume of abrasived portion of sample
No. (mm) L (mm) (do) (mm”)
Chidu dai Chidu rong Ranh 1 Rinh 2 Tirng miu [ Trung binh | YOKT
Length Width Trench 1 Trench 2 Each spec. Average ;ri"y,\,
7899.3-2008
18,1 10,45 52
1 100,2 99,9 18,3 5 , 47 <250
2 100,1 99,9 17,4 17,6 10,04 4] -
1AL
2.5 D§ co ngét sau 28 ngay - Shrinkage after 28 days ! \
S8 | Ngay dic miu Ngay thi |Tudi miu| CRD,ym CRD, Thay doi ch.eu@v \ \
TT | Sampling date nghi¢m Ageof (mm) (mm) Length change
No. Testing date | sample (mm/mb 4 17 <
(Ngay - Ting miu | Trung bink] hinﬁ’ LYOKT
days) Each specimen | Averagev| *F il
& el gﬂ;H TCVN
7899-3:2008
1 0,780 0,694 -0,538
2 14/11/2025 28/11/2025 14 0,729 0,647 -0,513 -0,64 <0,15
3 0,022 0,482 -0,875
Ghi chii: - MAu thir do khach hang mang dén PTN.
Remark:
Ha Ngi, ngay 28 thdng 11 nidm 2025
GIAM SAT THI NGHIEM NGUOI THI NGHIEM ~ PHONG TN BE TONG VA VLXD  VIEN CHUYE‘N \‘Gm BE TONG
Witnessed by Tested by Lab. for Concrete and + Insmy{e»fbr Concre imology
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